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Concrete Carbonation & Cover Averages 
DATE: 20/06/2022 JOB 

NUMBER: 
7936 ASSET NO: 

CLIENT: All State City Council ASSET 
NAME: 

22 B CWS 

AVG. 
CARBONATION: 

6 AVERAGE 
COVER: 

59 CF: 10% 

MAX. 
CARBONATION: 

10 MINIMUM  
COVER: 

52 AGE:  30 

6 o’clock 9 o’clock 12 o’clock 3 o’clock 
Carbonation Cover Carbonation Cover Carbonation Cover Carbonation Cover 

10 62 10 70 
5 57 5 62 
5 47 5 60 

43 56 
46 56 

55 

Average Average Average Average Average Average Average Average 
6 51 6 59 

Maximum Minimum Maximum Minimum Maximum Minimum Maximum Minimum 
10 43 10 55 


